AMENDMENT NO. 3 NOVEMBER 2011
TO

IS 5509 : 2000 FIRE RETARDANT PLYWOOD — SPECIFICATION

( Second Revision )
(Page 3, clause 12.4) — Substitute the following for the existing:

‘12.4 Other Tests

The fire retardant plywood when tested for glue adhesion (water resistance test)
and static bending strength shall meet the requirements of BWR grade of IS 303,

in accordance with the methods specified therein.’

(CED 20)
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